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TEXORA S.A. 
 

 

AVDA.PRESIDENTE EDUARDO FREI MONTALVA 9931,QUILICURA CHILE 
 

 
 

The following sample(s) was/were submitted and identified on behalf of the client as: 
 

     
 

Sample Description : (A)woven fabric 
 

 
 

Style No. : 08279 
 

 

Composition : (A)100% POLYESTER 
 

 

Sample Color : (A)BLACK 
 

 

Country of Destination : Chile 
 

 

Country of Origin : China 
 

 
 Sample Receiving Date : Mar 11,2020  
 Testing Period : Mar 12,2020 - Mar 16,2020  
     
 Test Result(s) : For further details, please refer to the following page(s).  
 
 Test Performed : Selected test(s) as requested by applicant   
 
 
 
 
 
Signed for and on behalf of  
SGS-CSTC Standards Technical  
Services Co., Ltd. HangZhou Branch 
 

 
 
 
 
 
 

 
_____________________  
Jack Zhang (Account Executive) 
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Test Result 
 
 Water Vapour Transmission  
    
 
(ASTM E96/E96M-16; Test Condition: Procedure BW - Inverted Water Method at 73.4°F (23°C) & 50±2% RH; 
Orientation: Back Side Facing To Water) 

 

    
 
As Received 

 

    
 - Unit 

 

(A) 
Water Vapour Transmission g/24h/m² 3353 
 

  

    
 

***End of Report*** 
 


